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Test Data: 

General lnform.1ti0n 

ProW:tNo: 

Cus.tomet": The Acoustics Company. 
Testoate: <&03-2012 

SpectmEl"I oesa�: 

SOUND ABSORPTION 

ASTM C423 

Sound Absorption Coefficient YS. Frequency 
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imen Olr'l'$'1SO"IS • ArN: 72.CO" W • 144.00" H - 72.0J ft1 
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00 4.81 0.◄4 o.o, 

"" !US 1.10 0.17 
125 2.76 2.0S 0.31 
100 2.'6 1,88 0,28 

200 3.7◄ 2.75 0.•41 
250 3.71 3,86 0,58 

315 ll.<l3 s,w 0.76 
400 3.00 6.31 0.9" 

,00 3.99 7.22 1,c,a 
030 4.26 7.'39 1.11 
!DJ 4.73 7.36 1.10 

l(XX) S.03 7.40 1,11 
1250 'S.4S 7.21 1.c,a 
1000 6.17 .... 1.04 
2000 ..,,, 6.97 1.04 
2500 7.75 6.27 o ... 

31SO 8.61 0,53 0,98 

4000 W.25 6,97 1,04 
,000 12.20 6.76 1.01 

• ��,1r1•xtendedgl,¥iotrwrJn.ooft• 
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Ear Controlled Data 
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